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) SZG  pyp & SGP Technical Data
Material Performance SGP PVB
Tensile Strength
34,5 28.1
MPA
Tear Strength
50 10-15
MJ/m3
Fracture Expansion Rate 400% 275%
Haze Degree <<2% <2%
Yellow Index <1.5 6-12
Index of Refraction 1.5 1.47~1.5
Transmittance
6mm Clear+1.52mm+6mm Clear B3% e
UV Resistance Rate
3mm Clear+0.38mm+6mm Clear A e
Ignition Point 470°C 410°C
Flame Spread Index 30 60
Combustion Smoke Index 215 350
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FENEBEBEE=E/Semi-Auto Laminated Glass Production Line

ShEGE . FRrEHL RS
Washing and Drying Machine Clean Room Equipment Pre-pressing Machine Glass Autoclave









