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http://www.sggglassmanufacturer.com/ae/products/customized-size-shape-4mm-half-tempered-glass-panels-4mm-heat-strength-glass-4mm-heat-strengthened-g.html#.WHIzSfl94dU

Material Performance SGP PVB
Tensile Strength
34,5 28.1
MPA
Tear Strength
50 10-15
MJ/m3
Fracture Expansion Rate 400% 275%
Haze Degree <<2% <2%
Yellow Index <1.5 6-12
Index of Refraction 1.5 1.47~1.5
Transmittance
6mm Clear+1.52mm+6mm Clear 89% 83%
UV Resistance Rate
(1]
3mm Clear+0.38mm+6mm Clear 99.0% 99.9%
Ignition Point 470°C 410°C
Flame Spread Index 30 60
Combustion Smoke Index 215 350
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http://www.sggglassmanufacturer.com/ae/products/clear-glass-sheet-4mm-suppliers.html#.WHI79_l94dU
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12mm Laminated Glass with
PVB Interlayer

12Zmm Laminated Glass with 12mm Tempered Glass

5GP Interlayer
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