Interior
. Z pieces of 6mm heat strengthened tempered
Exterior glass laminated together with a 0.76mm interlayer
Smm heat strengthened tempered glass

Low E coating -3
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https://www.sggglassmanufacturer.com/jp/products/10-76mm-PVB-tempered-laminated-glass-5-0-76-5mm-clear-tempered-double-glazed.html#.XCSO01UzYdU




(oDO000COOO000ODO00



\ A
A »
Insulated Glass Insulated Laminated Glass
3 1
Y na
Double Laminated Insulated Glass Triple Insulated Glass
SZ]J000000000

B

Laminated Insulated Glass
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Triple Laminated Insulated Glass
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laminated glass

In Summer, low E
coating can reduce
the harmiful UY raya
and solar heat gain.

In winter, low Ecoating
can reiain intoror

to maintain a comfortable
tempeTature
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