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SGG ONLINE LOW-E IGU GLASS DATA

Thickness o] Il ¥ visible Light [ #-solar Energy
e A FE S| W
Hg | s Ui R | &Y
Single 2 # LT% % % luvil il
Transmi Transmi | Reflectan
Monolithicic, mm ttance | Outside | Inside | ttance ce TUvV U Value| SHGC SC
3 75 17 18 59 15 45 1.9 0.65 0.75
Clear glass
+12mm 4 74 16 17 56 14 42 1.9 0.63 0.73
SpLRar T 5 74 17 17 55 14 41 1.8 063 | 0.73
SGG LOW-
E GLASS B 73 16 17 52 13 a7 L8 0.62 | 0.71
i 8 71 15 16 47 12 32 1.8 058 | 0.67
Thickness,
2R 10 69 15 16 43 12 29 1.8 0.56 0.64
12 GE 15 16 39 10 28 1.9 0.54 0.62
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